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A B S T R A C T  

A method fo r  obtaining data for a polarization curve of the s i lver  

anode in an ammoniacal electrolyte has been tested. 

advantage of the method is that it eliminates ohmic overpotential f rom 

the measurement  and does not introduce the problem of capillary shielding. 

The principal 

Further  testing of the method for determination of the effective 

electrolytic surface a r e a  of sintered s i lver  electrodes is being ca r r i ed  

out through the development of control s intered electrodes and through 

application of other methods of surface area determination. 

Apparatus is being set up to investigate the effects of ultrasonic 

vibrations on charging capacity, electrolyte depletion, and surface 

smoothing. 
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S E C T I O N  I 

POTENTLAL AND CURRENT VARIATIONS 

OVER THE ELECTRODE SURFACE 

(POLARIZATION MEASUREMENTS) 

1 
Data were presented in the Final Report of JPL Contract 951 554 

which showed quantitatively current  and potential distributions around 

working electrodes. 

the effect of electrode and cel l  geometry on current  and potential d i s -  

tribution. Preliminary studies of the relationship of current  density, 

conductivity, and temperature  to the current  and potential distribution 

have now been made. 

needed before these variables can be adequately investigated. 
1 

pointed out in the Final Report of J P L  Contract 951554 that a polariza- 

tion curve is necessary before our current  distribution data can be com- 

pared with Wagner’s 

The main objective of these studies was to  find 

A polarization curve of the s i lver  electrode is 

It was 

2 theoretical analysis of current  distribution. 

Polarization data can also be used for surface a r e a  determinations. 

The method is based on the principle that polarization is a function of 

cur ren t  density and thus of surface area.  

the surface a r e a  of nickel samples f rom measurements of hydrogen 

overvoltage (polarization) a t  several  current  densitites . Plots of their  

data a r e  shown in Figure 1. 

v ,  of an electrode with an area,  A ,  through which a current,  I, is 

flowing is: 

Wranglen and Warg determined 

3 

The Tafel equation for the overpotential 

T(= a t b log ( I / A )  = a t b log I - b log A 

where a and b a r e  constants. I fq i s  plotted a s  a function of I for two 

electrodes which a r e  identical except for a r ea  then two parallel  lines 

resu l t  a s  shown in Figure 1. The difference in 7 between these lines 

determines the ratio of the two surface a reas  by the relation log (A / A  ) = 2 1  
) /b .  The slope of the Tafel lines is b. ‘ 9 1  - 9 l 2  
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Apparatus and Reagents 

The modified Haring cel l  and Luggin capillary measuring system 
1 

has been described . 
loss of ammonia gas f r o m  the electrolyte occurred only when the 

enclosure was necessar i ly  open, e. g. fo r  adding o r  changing e lec-  

trolyte. 

Haring cell. 

through this jacket to  maintain a temperature  of 20. MO. 1 C. 

made with cur ren t  densities less than 1 m a / c m  

was &O. 04OC. 

electrolyte permitted this better control. 

The cel l  enclosure was sealed so  that significant 

A water jacket was built into the walls and bottom of the 

Water f rom a constant temperature  bath was circulated 
0 For runs 

2 
the temperature  control 

The smal le r  heating effect of lower currents  on the cel l  

Three different electrolytes were tested. A l l  chemicals used were 

reagent grade. 

Electrolyte A Electrolyte B Electrolyte C 

1 4 . 7  - N NH40H 

0.025 N - AgN03 

1 4 . 7  - N NH40H 

0.025 N - AgN03 

1 4 . 7  - N NH40H 

0 . 1 0  - N AgN03 

0 . 1 0  - N KN03 0.05 - N KN03 0.10 - N KN03 

The tes t  anodes were  s i lver  foil 99 .9 t  % pure. 

platinum foil which soon became plated with si lver.  

were  made until the cathode was covered with s i lver  plate. 

The cel l  cathode was 

No measurements  

Polarization Curve Experiments 

The purpose of these experiments was to  establish a polarization 

curve  for it si lver  anode in an ammoniacal electrolyte (Electrolyte A ,  

above ). 

measurements .  

of overpotential with a Luggin capillary a r e  discussed below. 

We chose to  use  a Luggin capillary sys tem for making the 

The problems encountered in the direct  measurement 

Concentration Overpotential. The change in electrode potential 

caused by the accumulation of reaction products o r  the depletion of 
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reactants can be decreased to a smal l  value by vigorous agitation of 

the solution and by use of high initial concentrations of the ions involved 

in the electrode reaction (in this case  s i lver-ammine complex ions). 

We a r e  using both of these devices to  reduce the concentration over-  

potential in the polarization measurements.  

potential, R c o n c . ,  at  any current density, i, i s  represented i n  i ts  

simplest  form by: 

The concentration over - 

4 

where i i s  the limiting diffusion current  density and R ,  T, n, and F 

have their  usual significance. 

the limiting current density for the si lver anode in Electrolyte A i s  

g rea te r  than 77 m a / c m  . 
current  density then 

2 
3 m a / c m  . 
is smal l  a t  current  densities lower than 3 m a / c m  

cur ren t  densities of interest. 

L 
We have determined experimentally that 

2 2 

conc. i s  0.3 mv at  1 m a / c m  

If we assume 77 m a / c m  to  be our limiting 

and i s  1 .0  mv a t  
2 

This shows that Rconc. f o r  our polarization measurements  
2 

which is the range of 

Current Distribution. Because polarization is a function of current  

density, the prefer red  electrode would have a uniform current  distribu- 

tion; hence the local current  density would equal the average current  

density. 

the average current  density changes. 

shift in the ratio of local current density to average current  density a t  

any one point. 

current  distribution' ' 

If this i s  not the case the current  distribution wil l  change a s  

This causes a corresponding 

For  this reason the Haring cell  which has a uniform 

was chosen for the polarization measurements.  

Impurities. There a r e  several  ways in which impurities can pro- 
6 

duce e r r o r s  in overpotential measurements . These effects include: 

(a) prolonged potential drift  wi th  time, 

potential measurements  fo r  any given current  density, and (c) potential 

changes which accompany changes in  s t i r r ing  rate,  particularly at  low 

curren t  densities. 

(b) irreproducibility of over - 

IR -drop - and Capillary Shielding. In any potential measurement  

made of a working electrode using the direct  method an ohmic potential 
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drop  wi l l  be present which is proportional to  the distance between the 

capillary t ip and the electrode surface. 

used to eliminate IR -drop f rom overpotential measurements.  

methods such a s  the Pearson bridge 

alternating cur ren t  to  determine the resis tance of the solution have 

been used. 

IR -drop f r o m  potential measurements  have been designed. 

Geary 

region of a polarization curve (at ve ry  sma l l  overvoltages) to  the corrosion 

r a t e  and Tafel  slopes. 

curve can be made f r o m  overpotential measurements  a t  very smal l  

currents  ( less  than a few mic roam-pe res )  where IR-drop effects a r e  

small. 

close a s  possible to the electrode surface. to  eliminate IR-drop. 

potentials measured with a capillary close to the electrode surface a r e ,  

however, different f rom the t rue potential because of capillary shielding 

A number of methods have been 

Null  
7 8 or  similar methods which use 

Electronic commutator interrupter  c i rcui ts  which eliminate 

Stern and 

have derived an equation which relates  the slope of the l inear 
9 

This equation is useful because a polarization 

It i s  a common procedure to  place the measuring capillary a s  

The 

1 0  . 
The micrometer  dr ive in our apparatus makes possible a s e r i e s  of 

potential measurements  with the capi l lary placed a t  various known dis  - 
tances f rom the electrode surface. These measurements  can be ex t r a -  

polated to  the potential a t  the electrode sur face  because of the l inear 

relationship between IR-drop and distance. The data for Figure 2 were  

taken in this manner. To test this method, s imi la r  measurements  were  

made using the three electrolytes A ,  B, and C ( p a g e 2 ) .  The resul ts  

a r e  compared in Figure 3. As expected, the slopes of the three  plots 

are  different because of the different conductivities of the three  e lec-  

trolytes,  but all t h ree  lines converge to  a common intercept. This 

indicates that the ohmic overpotential can be eliminated f rom over-  

potential measurements  leaving only the activation overpotential. 

advantage of this method is that the capillary need not be brought close 

enough to  the electrode surface to  cause significant shielding. 

a r e  data points in Figure 2 taken at distances c loser  than 0. 05 inch which 

show the effect of shielding by the capillary. 

Another 

There  

This is in  agreement with 
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10 Barnartt 's  measurements 

occur 0.04 inch f rom the electrode surface for the sys tem used here. 

Similar measurements a t  several  cur ren t  densities a r e  now underway 

which will provide data for a polarization curve. 

which predict that significant shielding would 

Future Work 

1. We plan to finish work on the polarization curve of the 

si lver anode in the ammoniacal electrolyte. 

a. This curve will be used as a basis for surface 

a r e a  measurements of sintered silver electrodes. 

This curve will be used to compare our current  

distribution data with Wagner's theory and to 

evaluate the effect of other variables including 

t empe r atur e, e le ct  r ol  yte c onductivit y, and ave rage 

current density on the current  distribution. 

b. 
2 
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S E C T I O N 1 1  

DETERMINATION O F  EFFECTIVE ELECTROLYTIC 

SURFACE AREA 

Two approaches a r e  being used to t e s t  fur ther  the method descr ibed 

of J P L  951554 for the determination of the effective 
1 

in the Final Report 

electrolytic surface a r e a  of sintered s i lver  electrodes in alkaline solution. 

The first approach involves the preparation of a control s intered 

electrode. 

particle s ize  and shape. F r o m  the size,  shape, and weight of powder 

used in a given electrode the total surface a r e a  of the powder can be 

calculated. 

in a die into an electrode, and sintered a t  1000 F for one-half hour. If 

the powder used in the preparation of the electrodes were made up of 

spherical  particles of known diameter,  then calculations show that the 

surface area of the powder decreases  with increase  of particle size. 

Of course,  the surface a r e a  of the powder making up the electrode wi l l  

be changed by pressing and sintering. 

tion of the electrode and the weight of powder used a r e  kept constant 

and of the surface a r e a  of the powder is changed by varying the particle 

size,  it is hoped that effective surface area of the electrode will also 

be changed as a function of the variation of particle size. 

control electrodes f rom powder which we screened to a known range of 

par t ic le  sizes.  

the expected t rend with change in particle size. 

the surface area drops from 250 cm’;/g to  100 cmyg as  the average diameter 

of the s i lver  particles increases  f rom 0.05 mm to 0.08 mm. 

screened par t ic les  were found upon microscopic examination to  be of 

such i r r egu la r  shape that they did not lend themselves to  a calculation 

of surface a r e a  per  particle, and thus no quantitative relationships 

between changes in particle size and effective surface a r e a  were  established 

(see Figure 4). 

This electrode is made f rom si lver  powder of known 

This powder is then pressed  around a grid of s i lver  metal  
0 

If the p re s su re  used in the fo rma-  

We have made 

The measured surface a reas  of these electrodes followed 

A s  indicated in Table 1, 

These 

Work is now underway to  obtain s i lver  powder made up 
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f rom particles which a r e  spherical in shape and of known diameter. 

The pressures  used in the formation of these control electrodes, 

along with the weight of powder, affect the electrolytic surface a rea  

to  a great  extent. 

square inch produce surface a reas  one third of those measured in e lec-  

trodes formed at  p ressures  of the order  of thirty pounds per square 

inch. With better information on the total surface a rea  before pressing 

and sintering the effects of pressure and weight upon the effective elec-  

trolytic surface a rea  can be determined. 

P res su res  of the order of two thousand pounds per 

The second approach involves finding other methods in the l i terature 

which might be used to  determine electrolytic surface a rea  and comparing 

the resul ts  of these measurements on our sintered silver electrodes 

with the results obtained by our method. Only one method has been 

found that both uses an electrochemical reaction a s  a basis fo r  its s u r -  

face a r e a  determination and i s  suitable f o r  sintered electrodes. 

involves the use of polarization curves and i s  now being tested in conjunc- 

tion with the work described in  Section I of this report  . 
using an electrochemical basis for  its determination of surface a rea  i s  

that of double layer capacitance; however, methods have not yet been found 

to  extend this determination to  sintered electrodes because of the rough- 

ness of these electrodes. 

to  determine surface a reas  of metal  powders and porous materials.  

These do not hold the same interest  because they a r e  not based upon an 

electr ical  measurement  as  a re  the above mentioned methods. 

This 

3 
Another method 

Several gas adsorption methods have been used 
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S E C T I O N  I11 

THE EFFECTS O F  ULTRASONIC VIBRATIONS ON THE 

OXIDATION O F  SILVER 

The depth of oxidation of a smooth s i lver  electrode is a function of 
11 the cur ren t  density 

of effective electrolytic surface a rea  . 
other factors  which will influence the depth of oxidation such a s  ul t ra-  

sonic vibrations. 

sonics on charging capacity, electrolyte depletion, and surface smoothing. 

Charging Capacity. Skalozubov, Kukoz, and Mikhailenko observed 

a 10% increase in the depth of oxidation (charging capacity) of sintered 

s i lver  electrodes which were subjected to ultrasonic vibrations during 

the intial oxidation . This increase was retained through subsequent 

cycling without further ultrasonic treatment. 

. This observation is the basis for  a determination 
1 

Of concern now is the nature of 

Our studies will be concerned with the effects of ul t ra-  

12 

Ultrasonic vibrators a r e  often used to clean delicate instruments 

because the vibrations agitate the cleaning solution into the minute cracks,  

pores,  and openings. 

electrolyte into the cracks and pores of the sintered electrode. 

tion may expose pores and surfaces to  the electrolyte which a r e  not other-  

wise wetted and thus may account for the permanent 10% increase found 

by Skalozubov, et  a1 . 

This suggests the use  of ultrasonics to circulate 

This agita- 

12 

Electrolyte Depletion. Circulation of electrolyte through the pores 

of the sintered electrode may  also show whether the oxidation is limited 

by a depletion of the electrolyte in the small pores of the electrode. 

Surface Smoothing. An X-ray diffraction study by Wales and Burbank 

shows that the surface of a silver electrode is smoothed by cycling the 

electrode a t  low current  densities13. An explanation may be that the 

s i lver  ions move f rom a si lver lattice point to a si lver oxide latt ice point 

during oxidation and return to a s i lver  lattice s t ruc tu re  during reduction 

Slow reduction (low current density) allows a more  uniform deposition of 

14  . 
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si lver  into the si lver lattice. If external vibrations allow the ions to 

move more  freely through the lattice, surface smoothing may also be 

obtained by cycling the electrodes with vibrations. 

this by comparing surface a r e a s  of electrodes cycled with ultrasonic 

vibrations with surface a r e a s  of electrodes cycled without vibrations. 

We will investigate 

Apparatus. Our studies of these effects of vibrations on oxidation 

of s i lver  will require smooth silver electrodes as well as the commercial  

sintered electrodes. 

depositing silver on glass substrates similar to those used for surface 

a r e a  determination. 

vacuum system with a la rger  capacity and a higher ultimate vacuum 

than was previously available to  us. 

vibrators of various frequencies and amplitudes for use in these studies. 

The details of this experimental  set-up will be given in the next report. 

Our smooth electrodes will be prepared by vacuum 

For  this purpose we a r e  constructing a high 

We are also setting up ultrasonic 
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Figure 4. Photomicrograph of 
silver particle used in control 
electrode. 
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